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Typical applications

Welding of low carbon 18%Cr-8%Ni stainless steels (AISI 304L, 308L)
The high silicon content improves the welding properties, such as wetting.
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Package

Dia. (mm)

Pailpack.(kg) : 200, 250 200,250, 300
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